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THE ERECTED DIPOLE MODEL IN'THE ADSORPTION OF 

CESIUM ON FLUORINATED MOLYBDENUM 

by Leonard K. Tower 

Lewis Research Center 

SUMMARY 

I n t e r e s t  i n  power-producing thermionic diodes containing bo th  e l ec t ropos i 
t i v e  and e l ec t ronega t ive  a d d i t i v e s  has l e a d  t o  s t u d i e s  of t h e  s t r u c t u r e  of ad
sorbed l aye r s .  One of t h e  models advanced t o  descr ibe t h i s  l a y e r  i s  t h a t  of t h e  
e r e c t e d  dipole,  i n  which p o l a r  molecules a r e  e rec t ed  on a surface by a s t rong  
surface e l e c t r i c  f i e l d .  Published evidence f o r  t h i s  s t r u c t u r e  i n  t h e  case of 
some adsorbates, namely, barium oxide and cesium chloride,  i s  reviewed. 

A modified ve r s ion  of t h e  e rec t ed  dipole  model, presented i n  t h i s  report ,  
w a s  used t o  analyze published data f o r  t h e  system cesium on f l u o r i n a t e d  molyb
denum. The r e s u l t s  are compared wi th  d a t a  i n  t h e  l i t e ra ture  and suggest t h a t  
cesium f l u o r i d e  molecules are adsorbed as e rec t ed  d ipo le s  i n  t h i s  system. The 
e f f e c t  of t h i s  conf igu ra t ion  on work func t ion  f o r  t h e  system cesium on f l u o r i 
nated molybdenum as temperature i s  r a i s e d  i s  discussed. Also discussed i s  t h e  
s t r e n g t h  of t h e  e l e c t r i c  f i e l d  a s soc ia t ed  wi th  t h e  surface,  which i s  responsible  
f o r  t h e  e r e c t i o n  of t h e  dipoles .  

INTRODUCTION 

The advantages of a d d i t i v e s  i n  power-producing thermionic diodes have been 
known f o r  some time. Materials such as cesium ( r e f .  l), barium (refs .  2 and 3), 
and s t ront ium ( r e f .  2 )  can be of b e n e f i t  e i t h e r  because of t h e i r  e l e c t r i c a l  e f 
f e c t  on t h e  s o l i d  su r faces  or upon t h e  plasma between t h e  surfaces,  or both. 
Cesium, f o r  instance,  lowers t h e  work func t ion  of m e t a l l i c  su r f aces  upon which 
it i s  adsorbed, i nc reas ing  e l e c t r i c a l  current .  Because it forms p o s i t i v e  ions  
r ead i ly ,  it can a l s o  h e l p  t o  n e u t r a l i z e  t h e  negative space charge of t h e  elec
t r o n s  between t h e  surfaces .  

It i s  a l s o  known t h a t  favorable  e f f e c t s  can be obtained i n  thermionic de
v i c e s  by t h e  simultaneous presence of both m e t a l l i c  and nonmetall ic additives. 
I n  such a composite system, bo th  species  a r e  adsorbed t o g e t h e r  on t h e  surface.  
Under d e s i r a b l e  condi t ions t h e  work func t ion  i s  lowered considerably, as it i s  
i n  the case of t h e  m e t a l l i c  a d d i t i v e  alone. I n  addi t ion,  the mul t ip l e  coat ing 
may desorb less  r ead i ly ,  extending t o  higher  temperatures the b e n e f i c i a l  e f f e c t  



of a d d i t i v e s  on work function. 

Among t h e  mul t ip l e  coat ings t h a t  have been s tudied  a r e  a l k a l i n e  e a r t h  ox
i d e s  on metal f i l amen t s  (Moore and Allison, ref. 4; and Gavril iuk,  r e f .  3) and 
on f i e l d  emission microscope t i p s  (Noga, r e f .  5).  Filaments coated wi th  cesium 
chlor ide  were i n v e s t i g a t e d  by Morgulis and Gavri l iuk ( r e f .  6 ) .  

O f  l a t e ,  systems containing cesium and f l u o r i n e  have rece ived  much a t t e n 
t i o n .  Aamodt, e t  al. ( r e f .  7 )  and Ranken, e t  al.  (ref. 8 )  s tudied  t h e  therm
ion ic  emission of a metal  f i lament  f i r s t  coated wi th  f l u o r i n e  and then  exposed 
t o  cesium. A thermionic diode containing vapors of bo th  cesium and cesium f l u 
or ide  w a s  s tud ied  by Skeen (refs. 9 and 10). 

A thorough understanding of composite o r  mul t ip l e  a d d i t i v e  systems r e 
q u i r e s  t h a t  t he  s t ruc tu re  of t he  surface l a y e r  be elucidated.  A t  l e a s t  two 
s t r u c t u r e s  have been proposed f o r  such systems. I n  one, t h e  nonmetall ic atoms 
and t h e  m e t a l l i c  atoms a r e  considered t o  be adsorbed s ide  by s ide  on separate  
s i t e s  (Carabateas, r e f .  11). I n  t h e  other,  advanced a t  var ious t imes by sev
e r a l  authors  (Moore and Allison, r e f .  4; Morgulis and Gavril iuk,  r e f .  6; and 
Dykman, r e f .  12), adsorpt ion of t he  two species  as diatomic molecules i s  postu
l a t ed .  It i s  proposed t h a t  these  molecules, having some permanent e l e c t r i c  
d ipole  moment, a r e  e r e c t e d  on t h e  surface wi th  t h e  p o s i t i v e  end outward. The 
r e s u l t i n g  e l e c t r i c  double l a y e r  i s  presumably responsible  f o r  t h e  observed de
crease i n  work function. 

I n  t h e  present  repor t  t he  da ta  of Aamodt, e t  al .  ( r e f .  7 )  a r e  analyzed i n  
some d e t a i l  i n  an attempt t o  c l a r i f y  the  s t ruc tu re  of t h e  composite coat ing f o r  
t he  cesium-fluorine system. A mathematical model of cesium f l u o r i d e  molecules 
e rec t ed  on the  surface by a s t rong surface e l e c t r i c  f i e l d  w a s  used. The theory 
of Dykman ( r e f .  1 2 )  was modified t o  match t h e  experimental condi t ions under 
which t h e  da ta  of Aamodt, e t  a l .  were obtained. The computed s t rength  of t h i s  
e l e c t r i c  f i e l d  i s  compared t o  those ca l cu la t ed  from o t h e r  experimental d a t a  by 
i n v e s t i g a t o r s  whose s tud ie s  support t he  e r e c t e d  dipole  concept. Fu r the r  compar
i sons  a r e  made wi th  e l e c t r i c  f i e l d  s t rengths  r epor t ed  f o r  monatomic adsorbates, 
which cannot be erected.  Additional c a l c u l a t i o n s  of surface e l e c t r i c  f i e l d  were 
made from published d a t a  f o r  monatomic adsorbates and a r e  r epor t ed  herein.  

DISCUSSION AND RESULTS 

Evidence f o r  t he  Erect ion of Some Adsorbed Molecules 

P r i o r  t o  the  a n a l y s i s  of d a t a  for cesium on f l u o r i n a t e d  molybdenum, the  
subjec t  of t h i s  repor t ,  evidence from severa l  sources f o r  t h e  adsorpt ion of 
some molecules as e r e c t e d  e l e c t r i c  d ipoles  w i l l  be reviewed. Parameters such 
as surface e l e c t r i c  f i e l d  and e l e c t r i c  dipole  moment of t he  e r e c t e d  molecules, 
r epor t ed  i n  these  papers, w i l l  be discussed. 

Adsorption of barium -- -~oxide and cesium chlor ide  on tungsten.  - Moore and 
Al l i son  ( r e f .  4 )  seem t o  have been the  f ir& t o  advance t h e  concept of t h e  
e r e c t e d  adsorpt ion of barium oxide molecules, as i l l u s t r a t e d  i n  f i g u r e  1. 
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tion of polar molecule. 

Figure 1. - Erected adsorp-

For t h e  low-coverage adsorpt ion of barium oxide on tungsten, 
t hey  observed that  work func t ion  changed a t  t h e  ra te  of 
-40 e l e c t r o n  v o l t s  pe r  monolayer. This  r a t e  p e r s i s t e d  f o r  
only a very s m a l l  f r a c t i o n  of a mono1,ayer. From t h i s  i n f o r 
mation, an e l e c t r i c  dipole  moment f o r  t h e  adsorbed barium ox
i d e  (BaO) molecule can be computed as follows: The equat ion 
f o r  work func t ion  d i f f e rence  upon adsorpt ion ( ref .  13, pp. 52 
and 53) 

4) = cp - cpo = -4flopn (1) 

i s  d i f f e r e n t i a t e d  wi th  r e spec t  t o  coverage, t r e a t i n g  pn as constant,  t o  give 

29 = -4flpndo 

where 

&p work func t ion  difference,  s ta t  V (1s t a t  V = 299.8 V) 

cp work funct ion,  s t a t  V 

cpo work func t ion  of ba re  surface,  s t a t  V 

pn component of d ipo le  moment of adsorbed molecule normal t o  surface,  
( s t a t  C )  (em) 

0 adsorbed d ipo le  densi ty ,  p a r t i c l e s / s q  em 

(Symbols a r e  a l s o  def ined i n  appendix A . )  

The d e f i n i t i o n  of a monolayer i n  reference 4 w a s  based on a nea res t  neigh
bor  d i s t ance  of 2.75 angstroms which gives  1 . 3 3 ~ 1 0 ~ ~molecules per  square c e n t i 
meter i n  a square l a t t i c e .  For t h e  present  report ,  t h i s  value, t oge the r  with 
t h e  aforementioned r a t e  of change of work funct ion w i t h  coverage, w a s  i n s e r t e d  
i n  equation ( 2 ) .  The value of pn obtained thereby f o r  a condi t ion of low 
coverage t u r n s  out t o  be 8.0 debye (1D = ( s t a t  C ) (  em) ).  

Wharton, e t  a l .  ( r e f .  1 4 )  measured a dipole  moment of 7.955 debye f o r  t h e  
ground s t a t e  of a gaseous barium-oxide molecule. These au tho r s  s t a t e  t h a t  t h i s  
corresponds t o  a s i n g l y  i o n i c  p o l a r  molecule (one e l e c t r o n  t r a n s f e r r e d  from t h e  
barium t o  t h e  omgen atom). The d a t a  of Moore and Al l i son  t h u s  suggest t h a t  
t h e  adsorbed BaO molecule can be viewed as e r e c t e d  and s i n g l y  ionic .  

Noga ( r e f .  5) studied t h e  adsorpt ion of BaO on t h e  tungs t en  e m i t t e r  t i p s  
of a f ie ld-emission microscope. From a measured dcp/do of -25 v o l t s  p e r  mono-
l a y e r  he computed a pn of 13.528 debye using t h e  same d e f i n i t i o n  of a mono-
l a y e r  as Moore and All ison.  The c a l c u l a t i o n  seems t o  be i n  error. 

Gavri l iuk ( r e f .  3) s tud ied  t h e  adsorpt ion of BaO on tungsten f i laments .  
I n s e r t i n g  t h e  measured r a t e  of change of work func t ion  a t  low coverage i n  
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(a) Barium oxide o n  tungsten. Data of reference 3. Ib) Cesium chloride o n  tungsten. Data of ref
erence 6. 

Figure 2. - Work funct ion difference in adsorption of molecular species on tungsten filaments as funct ion of surface con
centration. Figure replotted from reference 12. 

equat ion ( Z ) ,  he found a value of 9 . 4  debye f o r  t h e  e l e c t r i c  dipole  moment of 
t h e  BaO molecule. 

Morgulis and Gavri l iuk ( ref .  6 )  observed t h e  adsorpt ion of cesium ch lo r ide  
on tungsten f i laments .  I n  t h e  l a t t e r  paper t h e  concept of t h e  e r e c t e d  dipole  
w a s  offered t o  exp la in  observat ions i n  t h e  adsorpt ion of BaO and cesium chlor ide 
( C s C 1 ) .  Figure 2 h e r e i n  r e p r e s e n t s  some of t h e  d a t a  of r e fe rences  3 and 6 as 
p l o t t e d  by Dykman ( r e f .  1 2 ) .  Work func t ion  d i f f e rence  a g a i n s t  adsorbate cover
age i s  shown f o r  BaO and f o r  CsC1. 

I n  both cases  a c l e a r l y  def ined maximum i n  -4 i s  observed, implying a 
minimum i n  cp. A m i n i m u m  i n  cp i s  a l s o  observable i n  some of t h e  BaO d a t a  of 
Noga ( re f .  5) .  I n  t h e  case of t h e  barium oxide d a t a  of Moore and Al l i son  
( re f .  4) it i s  not seen. There i s  a p o s s i b i l i t y  t h a t  t h e i r  d a t a  po in t s  were not 
spaced c l o s e l y  enough t o  d e l i n e a t e  a minimum. 

Analysis of barium oxide and cesium ch lo r ide  d a t a  by Dykman. - Dykman, ob
serving t h e  minima i n  t h e  d a t a  of r e fe rences  3 a n d  6 as shown i n  f i g u r e  1 here
in,  offered an explanat ion i n  terms of e r e c t e d  b u t  o s c i l l a t i n g  dipoles.  He re
garded t h e  d ipo le s  as having available t o  t h e m  any angle 8 wi th  r e spec t  t o  
t h e  surface normal from zero t o  fi 
tulated t h e  ex i s t ence  of a permanent 

8 

Figure 3 - Erected adsorption of polar molecule wi th  oscillation. 
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radians,  as sugge2ted by f i g u r e  3. He pos
e l e c t r i c  f i e l d  Eo, a s soc ia t ed  w i t h  t h e  

surface,  which w a s  responsible  f o r  giving 
t h e  molecules a mean o r i e n t a t i o n  with t h e  
p o s i t i v e  ion  outward. Dipoles wi th  t h e i r  
p o s i t i v e  ends away from t h e  surface give 
r ise  t o  an e l e c t r i c  f i e l d  whic5 decreases 
t h e  permanent e r e c t i n g  f i e l d  Eo as cov
erage increases .  A s  a consequence, t h e  
mean value of cos 0 decreases  wi th  cov
erage.  For t h i s  model, 



pn = p COS e (3) 

so t h a t  t h e  work func t ion  d i f f e r e n c e  i s  given by 

LQ = -4ap0 COS e (4 )  

where 

P magnitude of moment of adsorbed d ipo le  ( t aken  cons t an t )  

cos 8 mean value of cos 8 

While o increases ,  t h e  decrease i n  cos 8 causes -4t o  pass through t h e  
maximum observed i n  f i g u r e  2. 

-+
Dykman evaluated p and Eo f o r  t h e  adsorpt ion of BaO and C s C l  on tung

s t e n  by means of f i g u r e  2, i n  t h e  following manner. He showed t h a t  cos 8 w a s  
given by 

COS e = ~ ( 7 )  

where 
1

L ( 7 )  = coth 7 - -
7 

which i s  t h e  Langevin func t ion  and 

7 = - 	PE 
kT ( 7 )  

where 

E magnitude of su r face  e l e c t r i c  f i e l d  ( i n  t h i s  case a l s o  normal component), 
s t a t  V/cm 

k Boltzmann constant,  ergs/OK 

0T temperature of surface,  K 

A d e r i v a t i o n  p a r a l l e l i n g  Dykman's, b u t  f o r  two adsorbed species,  i s  given i n  
appendix B. Dykman's equat ions a r e  obtainable  from t h e  de r iva t ion .  

. Equations ( 5 )  t o  ( 7 )  desc r ibe  a s i t u a t i o n  analogous t o  t h a t  of r i g i d  p o l a r  
gaseous molecules i n  an e l e c t r i c  f i e l d  ( r e f .  15) .  I n  t h e  case of adso rp t ion  
t h e r e  i s  a complication. The e r e c t e d  dipole  produces a f i e l d  which opposes 
Eon, t h e  normal component of %. Because of t h e  very high su r face  d e n s i t i e s  
t h e  f i e l d  of t h e  d ipo le s  appreciably weakens t h e  surface e l e c t r i c  f i e l d .  
Dykman showed t h a t  t h e  n e t  f i e l d  a c t i n g  on t h e  dipole  could be expressed as 

. 

E = E0 - pa3/'p a 
where the Topping constant  p = 9 (appendix B ) .  
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-+
The mean t a n g e n t i a l  f i e l d  i s  zero making Eo, t h e  magnitude of  Eo, equal  t o  

Dykman solved equat ion (4), t o g e t h e r  w i t h  i t s  f i rs t  d e r i v a t i v e  

f o r  Eo and p, by i n s e r t i n g  i n  them t h e  condi t ions a t  t h e  m a x i m a  of f i g u r e  2. 
For BaO on tungsten ( W )  t h e s e  condi t ions are t h a t  

and -@ 3.5 v o l t s  when 0 = 0. 9 x d 4  molecules p e r  square centimeter.  A n  
i t e r a t i o n  i s  r equ i r ed  i n  solving equat ions ( 4 )  and ( 9 )  simultaneously. The re
s u l t s  a r e  l i s t e d  i n  t a b l e  I. 

The d ipo le  moment of 1 4  debye for BaO i n  table I i s  somewhat higher  t han  
t h e  value of 9 .4  debye computed by Gavri l iuk ( re f .  3) from t h e  same d a t a  a t  the 
low coverage condi t ion ( 0  -+ 0, eq. ( 2 ) ) .  The d a t a  of Moore and Al l i son  give a 
value of 8.0 debye a t  low coverage, while Wharton, e t  al.  r e p o r t  7.955 debye 
f o r  BaO gas molecules, as mentioned e a r l i e r .  

On t h e  o t h e r  hand, t h e  value of 1 .74 debye f o r  adsorbed CsCl i s  q u i t e  d i f 
f e r e n t  from the experimental  value of 10.42 debye determined by Trischka 
( r e f .  1 6 )  f o r  gaseous CsC1. A p o s s i b l e  explanat ion of t h i s  d i f f e r e n c e  i s  that 
a po r t ion  of t h e  CsCl molecules was not e r e c t e d  upon t h e  surface.  After depo
s i t i o n  of CsC1, Morgulis and Gavri l iuk heated t h e i r  f i l amen t s  t o  600’ C f o r  
I minute. If t h e  d ipo le s  a f t e r  deposi t ion were adsorbed h o r i z o n t a l l y  on t h e  
surface,  it i s  poss ib l e  t h a t  t h i s  h e a t  t reatment  w a s  i n s u f f i c i e n t  t o  e r e c t  a l l  
of them. Noga ( r e f .  5) comments t h a t  t h e  e r e c t i o n  of BaO d ipo le s  on h i s  f i e l d  
emitter t i p s  seemed more s a t i s f a c t o r y  a t  higher  temperatures  than  a t  room tem
perature .  

An a l t e r n a t e  explanat ion of t h e  low value of p c a l c u l a t e d  f o r  CsCl i s  
t h a t  some of t h e  cesium may have been dr iven o f f  by heat ing,  l eav ing  a por t ion  

TABLE I. - PARAMETERS IN ERECTED DIF3J.E ADSORPTION MODEL 

FOR BARIUM OXIDE AND CESIUM CHLORIDE ON TUNGSTEN 

[Computed i n  ref. 1 2  from d a t a  i n  refs. 3 and 6.1 

Adsorbate E l e c t r i c  dipole  Permanent surface 
moment, e l e c t r i c  f i e l d ,  

PY 
debye 

EO 
~ 

s ta t  V/cm V/cm 

B a r i u m  oxide 14 1x105 3x107 

Cesium chlor ide 1.74 1.33 4 
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of t h e  surface covered by chlor ine alone. A s  i nd ica t ed  by t h e  s tud ie s  of 
S i l v e r  and Witte ( r e f .  17), chlor ine adsorbed alone increases  t h e  work funct ion.  
The presence of some uncombined chlor ine atoms would thus  requi re  an adjustment 
t o  equation (1). 

Erec ted  Adsorption of Cesium Fluoride on Molybdenum 

Fur the r  evidence concerning t h e  model of t he  e r e c t e d  d ipole  i n  t h e  adsorp
t i o n  of diatomic molecules comes from d a t a  of Aamodt, e t  al .  ( r e f .  7 )  f o r  cesium 
on f l u o r i n a t e d  molybdenum. The equat ions of Dykman were modified t o  enable 
t h e s e  d a t a  t o  be analyzed i n  t h e  l i g h t  of t h e  e r e c t e d  dipole  model. Aamodt, e t  
a l .  descr ibed experiments i n  which a c e s i y  atmosphere contacted hot  molybdenum 
filaments,  e i t h e r  ba re  or coated previously wi th  f luo r ine .  They presented f i g 
ures  showing curves of e l e c t r o n  emission current  aga ins t  temperature at var ious 
cesium r e s e r v o i r  temperatures f o r  both  t h e  p l a i n  and the  f l u o r i n a t e d  f i laments .  
The curves f o r  cesium on f l u o r i n a t e d  molybdenum (Mo) have been reproduced as f i g 
ure 4 herein.  The data i n  f i g u r e  4 represent  a quasi-s teady-state  condition. 

I 7 1

' R ~ LCesium reservoir 
temperature, 

TR. 
"C 

0 1  24 
A 2  68 

- 0  3 41 
0 4 24 
B 5  101 
0 6 68 (pulsed .....- ........:Unpulsed data distortec 

bv emission cooling 

looO/T, O K  

Figure 4. - Electron emission from fluorine-coated Mo in Cs atmosphere. (Data of 
ref. 7. ) 
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Cesium atoms a r r i v e  at, and depart  from, t h e  surface i n  equal  numbers so as t o  
maintain a constant  coverage of cesium at  any condition. While the  f l u o r i n e  
atoms a r e  not replenished, t h e  r a t e  of desorpt ion of f l u o r i n e  may s a f e l y  be 
presumed t o  be many orders  of magnitude l e s s  t han  t h a t  of t h e  cesium. Aamodt, 
e t  al .  present  d a t a  f o r  t h e  f l u o r i n e  coat ing alone showing only about 15 percent 
change i n  work f u n c t i o n  of t h e  f l u o r i n e  coat ing a t  1683' K over a per iod  of 
5 hours. Very l i t t l e  of t h e  d a t a  i n  f i g u r e  4 were taken  a t  temperatures exceed
ing  t h i s .  For t h e  d a t a  i n  f i g u r e  4, t h e  coverage of f l u o r i n e  atoms may thus  be 
expected t o  remain v i r t u a l l y  unchanged during a given run. Exceptions, a s  noted 
by t h e  authors,  e x i s t  where back-bombardment of t h e  f i l amen t  by cesium ions  from 
t h e  c o l l e c t o r  caused some f l u o r i n e  coat ing t o  be removed during preliminary ad
j ustmen t  . 

Referr ing t o  f i g u r e  4, it i s  seen t h a t  as l / T  i s  increased a t  constant  
cesium r e s e r v o i r  temperature (cons tan t  a r r i v a l  r a t e ) ,  t h e  work func t ion  d e f i 
n i t e l y  f a l l s  t o  a minimum and then r i s e s .  Run 6, showing t h i s  e f f e c t  c lear ly ,  
was the  run from which t h e  d a t a  were taken f o r  t h e  a n a l y s i s  reported herein.  A 
minimum work func t ion  of about 1.36 e l e c t r o n  vol t s ,  des igna ted  as  poin t  A, was 
a t t a i n e d  a t  a temperature of about 800° K, w i th  a cesium r e s e r v o i r  temperature 
of 68' C. The corresponding p l o t  f o r  cesium on un f luo r ina t ed  molybdenum (no t  
reproduced he re )  shows a f a r  smaller r i s e  i n  work func t ion  as 1 / T  i s  increased 
beyond t h e  poin t  of minimum work funct ion.  

A s  temperature f a l l s  (1/T increas ing)  i n  run 6 of f i g u r e  4, t h e  amount of 
cesium increases  on t h e  surface.  Beyond the  minimum work function, a d d i t i o n a l  
cesium r e s u l t s  i n  an increase  i n  work funct ion.  This i s  suggestive of t h e  e f 
f e c t  observed f o r  t h e  systems BaO and C s C l  on tungsten ( r e f s .  3 and 6 )  a s  shown 
i n  f i g u r e  2 (p.  4 ) .  It w i l l  be r e c a l l e d  t h a t  f o r  t h e s e  systems it w a s  postu
l a t e d  t h a t  t h e  inc reas ing  concentrat ion of d ipoles  on the  surface weakened t h e  
surface e l e c t r i c  f i e l d ,  r e s u l t i n g  u l t ima te ly  i n  a minimum i n  work funct ion.  

The d a t a  of f i g u r e  4 f o r  CsF on molybdenum w i l l  be analyzed i n  t he  l i g h t  
of t h e  e r e c t e d  dipole  model by supposing t h a t  t he  adsorbed cesium atoms during 
t h e i r  s t ay  on t h e  surface a r e  pa i r ed  wi th  f l u o r i n e  atoms t o  form e r e c t e d  dipoles .  
Furthermore, it w i l l  be supposed t h a t  upon desorpt ion of t h e  cesium, the  f luo
r i n e  atoms remain behind. A value f o r  t h e  e l e c t r i c  f i e l d  Eo and the  coverage 
a t  minimum work func t ion  can be computed by modifying t h e  theory of Dykman 
( r e f .  1 2 )  t o  account f o r  t h e  uncombined f l u o r i n e  and f o r  t he  v a r i a t i o n  of f i l a 
ment or e m i t t e r  temperature during a run. 

It w i l l  be r e c a l l e d  t h a t  Dykman knew, f o r  the  d a t a  he analyzed, d ipole  cov
erage aga ins t  work funct ion.  From these  he computed Eo and moment p of t he  
e r e c t e d  dipole.  If, instead,  a value f o r  t h e  d ipole  moment p i s  assumed with
out t he  coverage being known, the  coverage a t  t h e  poin t  of minimum work funct ion 
and t h e  f i e l d  Eo can be computed. 

I n  order  t o  make such a computation the  equat ions of Dykman ( r e f .  1 2 )  must 
be a l t e r e d  t o  account f o r  those adsorbed f l u o r i n e  atoms which a r e  uncombined 
wi th  cesium. I n  t h e  s t u d i e s  ( r e f s .  3 and 6 )  from which Dykman drew h i s  data, 
t h e  C s C l  and BaO were vaporized. from a source f i lament  onto the  emission f i l a 
ment. Dykman, therefore ,  could assume t h a t  only t h e  diatomic a d d i t i v e  was 
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present .  I n  t h e  experiments of Aamodt, e t  a l .  ( ref .  7 ) ,  the excess f l u o r i n e  
atoms themselves formed dipoles ,  poss ib ly  by t h e  p a r t i a l  e x t r a c t i o n  of e l e c t r o n s  
from t h e  metal  surface.  A n  i n d i c a t i o n  of t h e  s t r e n g t h  of t h e s e  d ipo le s  i s  given 
by t h e  work func t ion  d i f f e r e n c e  of 0.6 v o l t  observed f o r  f l u o r i n e  alone on 
molybdenum ( f i g .  9 of r e f .  7 ) .  It w i l l  be supposed t h a t  t h e s e  d ipo le s  c o n t r i 
buted t o  the surface e l e c t r i c  f i e ld .  

The detai ls  of a n  a n a l y s i s  of t h e  d a t a  i n  f i g u r e  4 are given i n  appendix C. 
I n  b r i e f ,  equat ion ( 4 )  i s  r ep laced  by 

COS e4 = - 4 3 - i ~ ~ ~ ~- 43-io3p3 (10) 

(see eq. (Cl)) where 

a1 number of adsorbed CsF molecules/cm2 

o3 number of adsorbed F atoms/cm2 ( n o t  combined w i t h  cesium) 

p1 magnitude of e l e c t r i c  d ipo le  moment of adsorbed CsF molecule ( t aken  
cons t an t ) ,  ( s t a t  C ) (  cm) 

magnitude of e l e c t r i c  d ipo le  moment of adsorbed F atom ( t a k e n  
'3 cons t an t ) ,  ( s ta t  c)(cm) 

The f l u o r i n e  d ipo le s  are regarded as being always normal t o  t h e  surface.  Sub
s c r i p t  2 has been r e se rved  f o r  poss ib l e  f u t u r e  use. Equation (8)  i s  replaced 
by 

U J J 

( s e e  eq. (B9)), and equat ion ( 9 )  i s  replaced by 

(see eq. ( C 1 1 ) )  where 

TR cesium r e s e r v o i r  temperature 

T f i lament  or e m i t t e r  temperature 

A s  i n  equat ion ( C 5 ) ,  a3 i s  he re  regarded as a func t ion  of ol. 

Equation ( 1 2 )  d i f f e r s  from equat ion ( 9 )  i n  the presence of t h e  d e r i v a t i v e  
product 
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and t h e  term p3/plL. These terms can be shown t o  be s m a l l  compared t o  unity,  
wi th  the l a t t e r  term l a rge r .  The present  case f o r  the Cs-F-Mo system thus  re
sembles c lose ly  t h a t  of BaO and C s C l  on W ( ref .  1 2 ) .  Equations (5)  to ( 7 )  re
t a i n  t h e i r  form f o r  t h e  present  case (see appendix B ) .  

Equations (10 )  and ( 1 2 )  were evaluated f o r  Eo and al a t  t h e  condi t ions 
of po in t  A, f i g u r e  4 (work function, 1.36 V; f i l ament  temperature, 800' K ) .  I n  
making t h e  computation, it was assumed t h a t  t h e  d ipole  moment of an adsorbed 
CsF atom i s  t h e  same a s  a gaseous atom, repor ted  as 7 .875  debye by Trischka 
( r e f .  1 6 ) .  Such an assumption neglec ts  t h e  p o l a r i z a t i o n  of t h e  molecule i n  t h e  
surface e l e c t r i c  f i e l d .  

The e l e c t r i c  f i e l d  Eo of molybdenum w a s  computed t o  be about 3 .54~107 
v o l t s  per  cent imeter  ( 1 . 1 8 ~ 1 0 ~s t a t  V/cm), .with corresponding CsF coverage al 
about 2 . 0 ~ 1 0 ~ ~molecules per  square centimeter.  The value of Eo i s  qu i t e  com
parable  t o  those computed by Dykman (ref .  1 2 )  from t h e  adsorp t ion  of BaO and 
CsCl on tungsten ( t a b l e  I, p. 6) ,  al though they  are f o r  another  subs t ra te .  

E f fec t  of t h e  e rec t ed  dipole  conf igura t ion  on work funct ion.  - As tempera

ture  i s  increased a t  constant  coverage, cos 8 can be shown t o  decrease. A s  a 
consequence, work func t ion  must increase,  by equat ions ( 4 )  or (10). This e f f e c t  
w i l l  be i l l u s t r a t e d  f o r  t h e  cesium-fluorine system. 

5 

4 

> 

g 3  & 
c
.-0 YS
I 

c 

3 

5 2  I '  
L. 


P 

1 I 
0 . 4  . a  014 

Surface concentration of CSF, al, molecules/cmZ 

Figure 5. - Work function of cesium o n  fluorinated molybdenum against 
surface concentration of cesium fluoride molecules for various emitter 
temperatures. 
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The work func t ion  of cesium 
on f l u o r i n a t e d  molybdenum w a s  com
puted by means of equat ion (10) 
using a p1 of 7.875 debye and 
an e l e c t r i c  f i e l d  EO of 
3 . 5 4 ~ 1 0 ~v o l t s  per  cent imeter  a s  
descr ibed i n  t h e  previous sect ion.  
Figure 5 shows cp aga ins t  al 
f o r  a s e r i e s  of emi t t e r  tempera
t u r e s .  It i s  seen t h a t  t h e  mini
mum work func t ion  a t t a i n a b l e  a t  
any emi t t e r  temperature r i s e s  with 
t h e  emi t t e r  temperature. It must 
be reca l led ,  however, t h a t  t h e  
mul t ip le  coat ing p e r s i s t s  t o  
h igher  temperature than  poss ib le  
wi th  cesium on molybdenum alone, 
making a ne t  g a i n  i n  performance 
possible .  



Other Evaluat ions of Surface E l e c t r i c  F i e l d  S t r eng th  

Adsorption of r a r e  gases  on tungsten.  - The foregoing value of Eo com
puted from C s  adsorpt ion on f l u o r i n a t e d  Mo, and those i n  t a b l e  I f o r  BaO and 
C s C l  on W a r e  of i n t e r e s t  s ince  they  can be compared with values  from o t h e r  
sources. A surface e l e c t r i c  f i e l d  s t r e n g t h  Eo can be computed from observa
t i o n s  of i n e r t  gas  adsorpt ion on tungsten.  E h r l i c h  and Hudda ( r e f .  18) s tud ied  
the adsorpt ion of rare gases  on tungsten wi th  a f i e l d  emission microscope. 
They, too, advanced t h e  concept of a surface e l e c t r i c  f i e l d  i n  i n t e r p r e t i n g  
t h e i r  r e s u l t s ,  and computed i t s  value from one data point .  For  xenon a t  8 5 O  K 
t hey  found a -4 of 0.7 v o l t  f o r  an assumed coverage of 2 ~ 1 0 ~ ~atoms p e r  
square cent imeter  ( p a r t i a l  coverage). From t h i s  data, a d ipo le  moment of 0 .93 
debye and a f i e l d  of 6.9~10~v o l t s  pe r  cent imeter  were computed. 

Ehr l i ck  and Hudda p resen t  a d d i t i o n a l  d a t a  f o r  argon (Ar),  krypton (Kr), and 
xenon (Xe) from which o t h e r  values  of Eo can be computed. Table I1 summarizes 
t h e  po r t ion  of t h e  information contained i n  t a b l e  I of reference 18 needed f o r  
such ca l cu la t ions .  

It seems reasonable here  t o  assume tha t  t h e  data taken a t  20° K r e p r e s e n t s  
approximately monolayer coverage, as suggested by t h e  Xe data.  Most of t h e  de
c l i n e  i n  work func t ion  occurred between 8 5 O  and 79' K. The f u r t h e r  s m a l l  change 
when the temperature w a s  dropped t o  200 K appears t o  have assured monolayer sat
u ra t ion .  On t h e  o t h e r  hand, i n  the case of Ar, excessive pressure a t  20° K 
caused a r i s e  i n  cp, probably due t o  mul t i l aye r  adsorption. The cp values  of 
3.00 and 3.63 v o l t s ,  taken as r e p r e s e n t a t i v e  of monolayer coverage f o r  Xe and 
Ar, r e spec t ive ly ,  agree w e l l  w i t h  numbers found by Gomer ( r e f .  1 9 ) .  

The dens i ty  of atoms i n  a monolayer om can be computed by assuming hexa
gonal c l o s e s t  packing and i s  shown i n  t a b l e  111. This has  been a frequent  as
sumption i n  t h e  e s t ima t ion  of su r face  a r e a s  by gas adsorpt ion (Young and Crowell, 
r e f .  20, p. 226 e t  s e q . ) .  The d i s t ance  ro of t h e  nea res t  neighbor i n  c l o s e s t  

TABLE 11. - WORK F U N C T I O N  CHANGES ON ADSORPTION O F  

XENON, KRYPTON, AND ARGON ON TUNGSTEN 

[Data from r e f .  18.1 

Adsorbat e ' o l a r i  z a b i l i t y ,  l i s t a n c e  of Emi t te r  Gas Work 
a, n e a r e s t  emperature, p ressure ,  func t ion ,  

em 3 neighbor  OK - Hg CP,
( c l o s e  V 
packing) ,  

'0' 

1 


I 

Xenon 4. 4 1  85 5x10-' 3.78 
79 
20 t 3.12 

3.00 

Krypton 24.8 3.95 20 1O-I '  3.32 

16.3 3.84 20 3.63 
20 4.10 
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TABLF 111. - PARAMETERS IN WLARIZED ADSORPTION OF 

SOME FARE GASES ON TUNGSTEN 

[Computed from da ta  i n  table 11.1 

Adsorbate qonolayer 4aximu.r 'ermanent surface e l e c t r i c  f i e l d ,  
density, -@, EO, 

'my 
2 t  oms/cm2 

V V/cm 
~ 

With mutual 
i n t e rac t ion  

7. 8x1Ol4 0.87 6. 7x107 

Krypton 7.4 1.i a  7.4 

Xenon 5. 9 1.38 8.0 

packing i s  given i n  t a b l e  11. 

Without mutual 
i n t e r a c t i o n  

4. 7x107 

5.1 

4. 6 

The e l e c t r i c  f i e l d  E i s  given by t h e  equat ion f o r  t h e  moment of an in
duced d ipo le  

p = d E  (13) 

where a i s  the p o l a r i z a b i l i t y  of t h e  p a r t i c l e  i n  cubic cent imeters  (Leigh 
Page, r e f .  21, p. 382). Equations (l),(8), and (13) combine t o  give 

Eo = sm($ + 

upon s e t t i n g  cos 0 = 1 so t h a t  p = pn' 

The values  of Eo computed f r o m t h e  data of table I1 by means of equa
t i o n  (14)  a r e  shown i n  t a b l e  111. The e l e c t r i c  f i e l d  including mutual in.terac
t i o n  r ep resen t s  t h e  use of equation (14 )  w i t h  poz/z incorporated.  The e l ec 
t r i c  f i e l d  without mutual i n t e r a c t i o n  omits th i s  t e r m .  The value of Eo com
puted f o r  tungsten i s  seen t o  depend upon t h e  p a r t i c u l a r  r a r e  gas adsorbed. In 
a d d i t i o n  t h e s e  values  a r e  about twice as l a r g e  as t h e  ones shown i n  t a b l e  I, 
when mutual i n t e r a c t i o n  i s  included. 

- =_ -Adsorption of - rare-gases-on -graphi te .  - The foregoing values  of Eo f o r  
t ungs t en  and molybdenum can be compared t o  a value computed by Gundry and 
Tompkins ( re f .  22) f o r  a g raph i t e  surface from observat ions of i n e r t  gas adsorp
t i o n .  They assumed t h a t  t h e  binding energy of r a r e  gases  on g raph i t e  w a s  repre
sented by two terms. One, Qd, corresponded t o  t h e  d i spe r s ion  or Van de r  Waal's 
forces;  t h e  other,  Qc, represented t h e  e f f e c t  of p o l a r i z a t i o n  i n  t h e  surface 
e l e c t r i c  f i e l d .  The magnitude of QC w a s  found by s u b t r a c t i n g  Qd from 
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experimental  heats of adsorpt ion.  The e l e c t r i c  f i e l d  w a s  t h e n  found from the 
r e l a t i o n  

t h e  mean value f o r  neon (Ne), Ar ,  Kr, and Xe being 1.27~10~v o l t s  p e r  centi.
meter. Then from t h e  equat ion f o r  moment of an induced d ipo le  (eq. (13)) and 
from equat ion (1)t h e  change i n  work func t ion  Q w a s  computed f o r  t h e  i n e r t  
gases  on graphi te .  These &p were l a r g e r  t han  those  measured on tungsten.  By 
a 10 percent  adjustment i n  one of t h e  assumed parameters, Gundry and Tompkins 
brought t h e  computed Q f o r  g raph i t e  i n t o  b e t t e r  l i n e  wi th  those  obtained f o r  
r a r e  gases  on tungsten ( E h r l i c h  and Hudda, ref. 18, and Gomer, r e f .  1 9 ) .  I n  
addi t ion,  t h i s  adjustment gave an Eo f o r  g raph i t e  of 4x107 v o l t s  p e r  c e n t i 
meter (1.34~10~s t a t  V/cm). Again, t h i s  l a t t e r  value of EO compares very fa
vorably wi th  those i n  t a b l e s  I and 11, although it i s  f o r  a d i f f e r e n t  adsorbent.  
The computations of Gundry and Tompkins apparent ly  do not  include t h e  depolar
i z i n g  e f f e c t  due t o  t h e  e l e c t r i c  f i e l d  of t h e  adsorbate atom dipoles .  

Question of Dipole Images 

I n  t h e  s t u d i e s  of Dykman ( r e f .  1 2 )  t h e  image of t h e  e r e c t e d  permanent d i 
pole i n  t h e  metal  surface w a s  neglected i n  computing t h e  a t t e n u a t i o n  of t h e  sur
f a c e  e l e c t r i c  f i e l d  according t o  equat ion (8 ) .  This p r a c t i c e  was followed i n  
t h e  a n a l y s i s  h e r e i n  of t h e  CsF d a t a  of Aamodt, e t  al.  ( re f .  7 )  involving perma
nent dipoles,  and i n  t h e  a n a l y s i s  of t h e  d a t a  of E h r l i c h  and Hudda ( ref .  18) 
involving induced d ipo le s .  I n  a t h e o r e t i c a l  study of work f u n c t i o n  change i n  
monolayer adsorption, MacDonald and Barlow ( r e f .  23 )  a l s o  omitted t h e  contribu
t i o n  of images of induced and permanent d ipo le s  t o  t h e  su r face  e l e c t r i c  f i e l d ,  
s t a t i n g  t h a t  dipole  imaging i s  almost i nva r i ab ly  neglected.  They r e f e r  t o  such 
a t reatment  as an approximation, implying t h a t  a more d e t a i l e d  study would in 
clude t h e  image e f f e c t s .  

Some workers (Culver and Tompkins, r e f .  2 4 )  have questioned t h e  r e a l i t y  of 
image charges a l t o g e t h e r .  Others (Sachs and Dexter, r e f .  2 5 )  have pointed out 
t h a t  t h e  c l a s s i c a l  image f o r c e  theory must be co r rec t ed  for charges of the mag
ni tude e when t h e  su r face  i s  approached t o  wi th in  atomic dimensions. 

It appears from t h e  foregoing t h a t  t h e  quest ion of whether t o  include or 
omit t h e  image d ipo le  f o r  t h e  p re sen t  case of t h e  e r e c t e d  d ipo le  cannot be re
solved wi th  t h e  information a v a i l a b l e  a t  present.  I n  t h e  absence of f u r t h e r  
information it seems as j u s t i f i a b l e  t o  omit it as t o  include it. For t h e  
cesium-fluorine d a t a  of Aamodt, e t  a l .  ( r e f .  7 ) ,  i n c l u s i o n  of t h e  image d ipo le  
inc reases  the computed s-txength of t h e  surface e l e c t r i c  f i e l d  about 66 percent.  

CONCLUDING REMAFKS 

The study herein,  prompted by i n t e r e s t  i n  thermionic converters  containing 
mul t ip l e  a d d i t i v e s  (bo th  e l ec t ronega t ive  and e l e c t r o p o s i t i v e  atoms), has  been 
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concerned wi th  t h e  s t ruc tu re  of t h e  adsorbate l a y e r  on t h e  surfaces .  The 
e r e c t e d  d ipole  model, i n  which po la r  molecules a r e  e r e c t e d  by a s t rong surface 
e l e c t r i c  f i e l d ,  w a s  discussed. Evidence f o r  t h i s  s t ruc tu re ,  deduced by o ther  
authors  from d a t a  f o r  BaO and C s C 1  on W, w a s  reviewed. 

Data f o r  t he  system C s  on f l u o r i n a t e d  molybdenum were analyzed he re in  wi th  
t h e  a i d  of a modified vers ion of t h e  e r e c t e d  dipole  model using the  known dipole  
moment of gaseous CsF. The computed surface e l e c t r i c  f i e l d  of about 3.5~107 
v o l t s  per centimeter agrees  w e l l  w i th  t h a t  c a l c u l a t e d  f o r  t he  BaO-W and CsC1-W 
systems, giving f u r t h e r  support t o  t h e  e r e c t e d  dipole  model. The e l e c t r i c  
f i e l d s  causing e r e c t i o n  of BaO, CsC1,  and CsF a r e  wi th in  a f a c t o r  of about 2 of 
t h e  f i e l d  be l ieved  t o  cause p o l a r i z a t i o n  of r a r e  gas atoms on tungsten.  It was 
demonstrated t h a t  as surface temperature i s  r a i s e d  a t  constant  d ipole  coverage, 
work func t ion  must a l s o  increase  i n  t h e  e r e c t e d  d ipole  configurat ion.  

Lewis Research Center, 
Nat iona l  Aeronautics and Space Administration, 

Cleveland, Ohio, September 28, 1965. 
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SYMBOLS 

A 


E 

-+
E 


e 

G 

k 


L 

P 

Qd 

R 


r 

T 


TR 

U 


W 


a 


p 

7 

8 

-+ 
L 

preexponent ia l  i n  Arrhenius ra te  equation 

magnitude of surface e l e c t r i c  f i e l d ,  s ta t  V/cm or V/cm 

surface e l e c t r i c  f ie ld ,  s ta t  V/cm o r  V/cm 

charge on e l e c t r o n  

f r a c t i o n  of cesium atoms a r r i v i n g  a t  surface t h a t  adsorb 

Boltzmann constant,  1.3803x1O-l6 erg/% 

s p e c i f i c  desorpt ion ra te  

Langevin func t ion  def ined by eq. ( 6 )  

magnitude of moment of e l e c t r i c  dipole,  ( s t a t  C)(cm) o r  debye 

adsorpt ion energy due t o  p o l a r i z a t i o n  

adsorpt ion energy due t o  d i spe r s ion  f o r c e s  

gas constant,  1.9872 c a l / (  mole ) ( %) 

magnitude of r a d i u s  vec to r  between two adsorbed p a r t i c l e s  

temperature of f i lament  o r  surface,  4c 

cesium r e s e r v o i r  temperature, OC 

energy of d ipo le  i n  e l e c t r i c  f i e l d ,  e r g s  


adsorpt ion o r  desorpt ion r a t e ,  p a r t i c l e s / (  em2 ) ( s e e )  


p o l a r i z a b i l i t y  of p a r t i c l e ,  em3 

Topping constant,  -9 

independent v a r i a b l e  i n  d e f i n i t i o n  of Langevin func t ion  (eq.  ( 6 ) )  de f ined  
by eq. ( 7 )  f o r  d ipo le s  o r i e n t e d  by e l e c t r i c  f i e l d  

angle between adsorbed d ipo le  and surface normal 

u n i t  ve e to r  

pa arr ival  ra te  of cesium atoms a t  surface i r r e s p e c t i v e  of whether adsorpt ion 
occurs 
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0 surf  ace densi ty ,  p a r t i c l e  s/cm 2 

cp work function, s ta t  V o r  V 

C ~ J  work func t ion  d i f f e rence ,  cp - cpo, stat  V or V 

x a c t i v a t i o n  energy f o r  de sorption, cal/mole 

Subs c r i p t s :  

a a r r i v i n g  ( a t  s u r f a c e )  

d depart ing (from s u r f a c e )  

f p e r t a i n i n g  t o  f r e e  s i t e s  

i, j o s c i l l a t i n g  d ipo le s  of s i n g l e  species  

k nonosc i l l a t ing  d ipo le s  of s i n g l e  species  

m monolayer 

n normal t o  su r face  

S adsorpt ion s i t e  

t t a n g e n t i a l  t o  su r face  

0 pe r t a in ing  t o  bare surface 

1 o s c i l l a t i n g  d ipo le  (CsF h e r e i n )  

3 nonosc i l l a t ing  d ipo le  (F h e r e i n )  
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APPENDIX B 


MEAN ANGLE O F  EFECTED DIPOLE WITH SUEFACE 

NORMAL FOR TWO ADSORBED SPECIES 

The equat ion der ived by Dykman ( r e f .  1 2 )  f o r  cos 8 assumed t h e  presence 
on the surface of o s c i l l a t i n g  d ipo le s  only (no Engl ish t r a n s l a t i o n  has  been 
publ ished) .  I n  t h e  event t h a t  another  species  i s  present  having d ipo le s  t h a t  
do not  o s c i l l a t e ,  t h e  d e r i v a t i o n  of Dykman can be modified accordingly.  In
cluded here  i s  a brief d e r i v a t i o n  f o r  t h i s  s i t u a t i o n  which fol lows l o o s e l y  that  
of Dykman and from which his  equations can be found. 

+
It i s  convenient a t  t h e  o u t s e t  t o  de f ine  u n i t  vector  L~ normal to, and 

3 

Lt t a n g e n t i a l  to ,  t h e  surface (see f i g .  6 ) .  The o s c i l l a t i n g  d ipo le  of spec ie s  
1 w i l l  b ea r  indexes i , j .  The nonosc i l l a t ing  dipole  of spec ie s  3 w i l l  bear 
indexes k. 

The energy Ui of an o s c i l l a t i n g  r i g i d  d ipo le  i i n  t h e  su r face  e l e c t r i c  
+ 

f i e l d  Ei a t  t h e  l o c a t i o n  of i i s  ( r e f .  21, p. 381) 
3 + 3  
TJ.
1 

= -pi E i  
-+

where pi, t h e  d ipo le  moment vector,  i s  given by 

3 3 

P i  = p 1 ( t  cos ei + L t  s i n  ei ) 
Moreover, 

E i = E  0 + Eil + Ei3  

where 
3 

Eo permanent surface e l e c t r i c  f i e l d  a t  i 
3 

Eil con t r ibu t ion  of a l l  o t h e r  o s c i l l a t i n g  dipoles,  species  1, t o  e l e c t r i c  
f i e l d  a t  i 

-+ 
Ei3 con t r ibu t ion  of a l l  n o n o s c i l l a t i n g  dipoles,  species  3, t o  e l e c t r i c  f i e l d  

a t  i 

Assume  t h a t  t h e  d i s t ance  of charge sep
a r a t i o n  i n  a l l  d ipo le s  i s  s m a l l  compared 
t o  t h e  d i s t ance  between t h e i r  cen te r s .  
Then by reference 2 1  (pp. 380-381) -

't 

Figure 6. - Orientation of unit vectors at surface. 
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where r i j  i s  d i s t ance  from d ipo le  i, species  1, t o  another  dipole  of same 
species .  By v i r t u e  of t h e  f a c t  t h a t  t h e  nonosc i l l a t ing  d ipo le s  a r e  normal t o  
t h e  surface 

where rik i s  t h e  d i s t ance  from d ipo le  i, species  1, to d ipo le  k of spe
c i e s  3. The permanent surface e l e c t r i c  f i e l d  has been assumed normal t o  t h e  
surf ace; hence, 

-+ -+ 

E0 = E L  (B6)O n  
Concerning equation (B4), it i s  assumed t h a t  i n  t h e  mean t h e r e  i s  no cor

r e l a t i o n  between ej and rij. Replace cos 8 j  by i t s  mean, cos 8, t h e  mean 
value of t h e  cosine f o r  a l l  e r e c t e d  dipoles ,  i n  equat ion (B4). I n  t h e  mean, no 
t a n g e n t i a l  component of e l e c t r i c  f i e l d  i s  40 be expected i n  t h e  i d e a l i z e d  model 
here, implying t h a t  t h e  con t r ibu t ion  of 2~~ s i n  8j vanishes. Equation (183) 
t h e n  g ives  

/ 00 m \ 

r 
j=1 i j  k =1 i k  

If t h e  adsorbed p a r t i c l e s  l i e  i n  a r e g u l a r  plane array,  t h e  summations can 
be expressed i n  terms of t h e  dipole  d e n s i t i e s ,  t imes a constant  f a c t o r .  Topping 
( r e f .  2 6 )  showed t h a t  f o r  a r e g u l a r  plane array,  t h e  summations of equation (B7)

E+
can be w r i t t e n  r+pa, 
3 / 2  

j=1 r i j  = 

where 

IS dens i ty  of p o i n t s  i n  a r r a y  

p 9.034 f o r  square a r r a y  

B 8.893 f o r  e q u i t r i a n g u l a r  a r r a y  

18 

and = PIS33/2 

k = l  r .l k  



Figure 7. - Geometry of (100)plane of 
body-centered cubic crystal. 

For an array having t h e  geometry of t h e  (110) plane of 
abody-centered cubic c r y s t a l  ( s e e  f i g .  7 ) ,  p w a s  
evaluated by t h e  method of Topping for t h e  p re sen t  re
por t .  The value w a s  found t o  be p = 8.941. A value 
f o r  p of 9 s u f f i c e s  f o r  t h e s e  s i t u a t i o n s .  

If t h e  adatoms a r e  immobilized on an underlying 
l a t t i c e  of adsorpt ion s i t e s ,  t hen  a r e g u l a r  a r r a y  can 
be achieved t h e o r e t i c a l l y  only f o r  c e r t a i n  f r a c t i o n a l  
coverages (Moore and Allison, r e f .  2 ) .  It i s  custom
ary, however, t o  r ega rd  equation (B8) as holding ap
proximately f o r  a l l  coverages. It w i l l  be assumed t h a t  

equation ( B 8 )  a p p l i e s  t o  t h e  summations i n  equation ( B 7 )  so t h a t  
-+ -+ 
E = L ~ E  

where 

E = E0 - pplo:/2 cos 8 - pp3033/2 

S u b s t i t u t i n g  equat ions ( B 2 )  and 	(B9) i n t o  equation ( B L )  gives  

U i  = -plE COS 8: 

The mean value, cos 8, i s  def ined c l a s s i c a l l y  as 

cos 8 k” p p  cos 8 
cos 8 s i n  8 ( kT ) 

..  

PIE COS 8
s i n  8 de exp ( ~ kT ) 

( r e f .  15, p. 329). Upon performing t h e  i n t e g r a t i o n ,  it i s  found t h a t  

cos 8 = L ( 7 )  

where 

which i s  t h e  Langevin function, and 

11 = - 	
PIE 
kT 

wi th  E given by equat ion (B9).  Equations (B12) t o  (B14), p e r t a i n i n g  t o  t h e  ad
so rp t ion  of bo th  o s c i l l a t i n g  and nonosc i l l a t ing  dipoles,  t u r n  out t o  be t h e  same 
as equat ions ( 5 )  t o  ( 7 )  f o r  o s c i l l a t i n g  d ipo le s  only. 

The equat ions of Dykman ( r e f .  1 2 )  a r e  obtained by s e t t i n g  o3 equal  t o  
zero i n  equat ion (B9). 
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APPENDIX C 

ANALysrs OF CESIUM FLUORIDE ADSORPTION DATA 

The equation f o r  work func t ion  d i f f e r e n c e  wi th  bo th  t h e  e r e c t e d  C s F  mole
cules  and f l u o r i n e  atoms present  i s  

The minimum work func t ion  of a run such as run 6 of f i g u r e  4 (p.  7 )  a t  a cesium 
r e s e r v o i r  temperature of 68’ C i s  descr ibed by 

(a 2 .JTR = O 

Equations ( C l )  and ( C Z )  a r e  t o  be solved f o r  cesium f l u o r i d e  coverage al a t  
t h e  minimum work function, and f o r  surface e l e c t r i c  f i e l d  s t r e n g t h  EO. An ex
p res s ion  f o r  equation ( C Z )  can be der ived as follows: 

Figure 4 gives  a r e l a t i o n  between TR, Cp, and T where TR i s  cesium 
r e s e r v o i r  temperature and T i s  f i lament  or e m i t t e r  temperature 

= T((P,TR) ( c 3 )  

By the  surface phase p o s t u l a t e  of Taylor and Langmuir ( r e f .  l), a l l  t h e  pro
p e r t i e s  of an adsorbed phase on a subs t r a t e  of given composition a re  uniquely 
determined by coverage and surface temperature. Therefore, f o r  f i gu re  4, cp i s  
a func t ion  of al, a3, and T; t h a t  i s ,  

~p = ~P(ol ,03 ,T)  ( c 4 )  

For any run of f i g u r e  4 t h e  cesium i s  presumed to be adsorbed on a monolayer 
coverage a3m of f l u o r i n e  t o  form C s F .  The case of f r a c t i o n a l  coverages. of 
f l u o r i n e  was not considered. Thus, 

o3 = a3m -
and by equations ( C 3 ) ,  ( C 4 ) ,  and ( C 5 )  

Also by equations ( C 3 ) ,  (C4), and ( C 5 )  

= T(‘l,TR) ( c 7 )  

By equations (B9) ,  ( B l Z ) ,  (B13), (B14), and ( C 5 )  it can be seen t h a t  L ( 7 )  i s  
a l s o  a func t ion  of o1 and T alone 

L = L ( O ~ , T )  ( C 8 )  
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From equations ( C l ) ,  ( C 5 ) ,  and 4 = (P - (PO’ 

dcp = -4nol [plL(d I n  L + d I n  ol) - p3 d I n  ol] ( c 9 )  

By equation ( C 8 )  

Combining equat ions ( C Z ) ,  (C9), and ( C 1 0 )  and t ak ing  t h e  d e r i v a t i v e  w i t h  res
pect  t o  o1 g ives  a t  t h e  minimum work func t ion  

(a :z .$ = o  

TR 

= -4na 1 1  [ (: ::p L 1 + 

The terms p3/p1L and 

can be shown t o  be considerably smaller  t han  unity,  so tha t  equat ion (c11) i s  
very s i m i l a r  t o  equat ion ( 9 ) ,  solved by Dykman f o r  BaO and C s C l  adsorpt ion.  

The d e r i v a t i v e s  i n  equat ion ((211)can be expressed as follows: From equa
t i o n s  (B9), ( B 1 3 ) ,  and (B14) it can be shown e a s i l y  tha t  

d I n  L 
T d l n q  

312 
@ P l O l  d I n  L 

01 1+ E L d l n q  

and 

1 / 2 1  d I n  L
2 11 ’3‘3 d I n  n 
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where 

d l n L -- - I!d I n  y L (csch2q -

On t h e  o the r  hand 

p resen t s  more d i f f i c u l t y .  It w i l l  be def ined i n  the following manner. 

Figure 4 r e p r e s e n t s  a s t eady- s t a t e  condi t ion w i t h  r e s p e c t  t o  a r r i v a l  and 
departure  of cesium from t h e  f l u o r i n a t e d  f i lament .  The adsorpt ion ra te  Wla 
f o r  cesium can be r ep resen ted  as 

where 

’a a r r iva l  r a t e  of cesium a t  surface determined by TR, atoms/( sq em) ( s e e )  

G ( a l )  condensation f a c t o r ,  0 < G 6 1 

See Taylor and Langmuir ( r e f .  1). 

The desorpt ion r a t e  can be expressed as 

= %‘l 

where W1 i s  a temperature and coverage dependent s p e c i f i c  desorpt ion r a t e .  It 
i s  convenient t o  assume a simple Arrhenius form f o r  hl 

Wl = A exp(-X/RT) (c17) 

where 

A constant  

X a c t i v a t i o n  energy f o r  desorption, cal/mole 

R gas constant  1 .9872 ca l / (  mole) (OK) 

Equating equations ( C 1 5 )  and (‘216) and using equat ion (C17) give 

paG = Aal exp(-X/RT) 
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Since pa = pa(TR), d i f f e r e n t i a t i o n  of equation ( C 1 8 )  y i e lds ,  i n  view of equa
t i o n  ( C 5 ) ,  

An approximate value of x can be obtained from reference 7. The authors  have 
c r o s s p l o t t e d  the d a t a  of t h e i r  f i g u r e  7 ( f i g .  4 h e r e i n )  t o  show pa as a 
func t ion  of 1/T a t  constant  cp. The r e s u l t i n g  p l o t ,  f i g u r e  8 of reference 7, 
i s  shown h e r e i n  as f i g u r e  8. By equat ion ((218) 

1 5  1.4 
1.6 1.8 

lOOO/T, "K 

Figure 8. - Equilibrium evaporation (arr ival) rate of Cs on fluorine-coated Mo at 
constant work function, as function of 1oOOn. (Data of ref. 7. I 
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Assuming as a f i r s t  approximation t h a t  cp i s  a f u n c t i o n  of 01 alone, it 
can be shown t h a t  t h e  s lopes of t h e  l i n e s  of constant  cp i n  f i g u r e  8 g ive  X/R
i n  equat lon ( C Z O ) .  A p l o t  of t h i s  X a g a i n s t  cp i s  shown h e r e i n  as f i g u r e  9. 
A t  t h e  minimum work func t ion  of around 1.4, X i s  about 44 000 c a l o r i e s .  

Two extremes w i l l  be found f o r  t h e  value of t h e  derivative of G. It w i l l  
be demonstrated below t h a t  t h e  magnitude of Eo i s  i n s e n s i t i v e  t o  t h e  choice 
made f o r  t h i s  de r iva t ive .  

I n  one extreme, G w i l l  be assumed constant  and equa l  to unity, so t h a t  
dG/dal i s  zero. This i s  t h e  s i t u a t i o n  f o u n d b y  Taylor and Langmuir ( ref .  1) 
i n  t h e  case of cesium on tungs t en  alone. It w i l l  be designated here  as t h e  no-
r e f l e c t i o n  case. 

I n  t h e  o the r  extreme, which w i l l  be designated as t h e  f r e e - s i t e  case, it 
w i l l  be assumed t h a t  a cesi lm atom impinging on t h e  su r face  cannot adsorb unless  
t h e r e  i s  a f r e e  s i t e  ava i l ab le ,  containing a wa i t ing  f l u o r i n e  atom. The d e f i n i 
t i o n  of a f r e e  s i t e  i s  t h a t  of Tonks ( r e f .  27 ) .  

Tonks p o i n t s  out  t h a t  i n  adsorpt ion on f i x e d  si tes,  t h e  adsorbed atom can 
be so  l a r g e  as to block not only t h e  occupied s i te ,  b u t  t o  cover neighboring 
s i t e s .  Adsorption on a covered s i t e  would involve some i n t e r f e r e n c e  wi th  t h e  

/ 
/ 

6' 

/ 

/ 

/ 

3. 8 1 5 
Work function, p, V 

Figure 9. - Activation energy for desorption of cesium from fluorinated molybdenum against 
work function. Plotted from f igure 8. 
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already adsorbed atom on t h e  occupied s i t e .  Only 
s i t e s  bo th  unoccupied and uncovered a r e  designated as 
f r ee .  

A cesium ion  has a diameter of about 3.4 ang
stroms ( P a d i n g ,  r e f .  28, t a b l e  13-3, p. 514). The 
l a t t i c e  constant  of molybdenum i s  3.14 angstroms 
( K i t t e l ,  r e f .  29, p. 40). This w i l l  be t h e  spacing 
of molybdenum atoms i n  t h e  (100) plane, which w i l l  be 
assumed here. With c l o s e s t  packing, only one cesium 

Figure 10. - Monolayer adsorption of ion  can be adsorbed f o r  every two molybdenum atoms, 
cesium on (100)plane of molybdenum. as shown i n  f igu re  10 which d e p i c t s  monolayer adsorp

t ion .  

Tonks def ined a f r a c t i o n a l  surface coverage of cesium ( 0 )  such tha t ,  when 
the  arrangement shown i n  f i g u r e  10 i s  reached, 0 = 1. (This  i s  not to be con
fused wi th  t h e  po la r  angle e . )  For cesium coverages up t o  0.5, Tonks found 
t h a t  t h e  following equat ion represents  t he  f r a c t i o n  of adsorpt ion s i t e s  t h a t  
a r e  f r ee :  

I n  t h e  case he re in  of cesium adsorption on f l u o r i n a t e d  molybdenum, it w i l l  
be assumed t h a t  a monolayer of f l u o r i n e  contains  one f l u o r i n e  atom f o r  every 
molybdenum atom. The F- i o n  wi th  a diameter of 2 .7  angstroms i s  smaller t han  
t h e  l a t t i c e  spacing of t h e  (100)plane of molybdenum and t h e  F atom w i l l  be even 
smaller.  Thus, 

where os i s  the  t o t a l  number of adsorpt ion s i t e s  per square centimeter.  
Equation ( C 2 1 )  w i l l  be considered a s  def ining G f o r  t he  f r e e - s i t e  case of ad
sorp t ion  on f l u o r i n a t e d  molybdenum. F i r s t ,  Tonk’s 8 can be redefined i n  terms 
of CsF coverage o1 and adsorpt ion s i t e  dens i ty  os; thus  

Then, from equation ( C 2 1 )  

2 3 

G = 1 - 5 2 6(:)OS + I(?)+ 

v a l i d  t o  al/as = 0.25. From t h i s  f o r  t he  f r e e - s i t e  case, 
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A choice f o r  p3 remains t o  be made. The (100) plane which has been as
sumed he re in  has a surface atom dens i ty  of l.01X1015 molybdenum atoms per square 
centimeter.  By equat ion (C22) t h i s  i s  a l s o  t h e  dens i ty  of a f l u o r i n e  monolayer. 
Aamodt, e t  a l .  ( r e f .  7 )  coated molybdenum wi th  f l u o r i n e  t o  an e x t e n t  t h a t  w i l l  
be considered here t o  be a monolayer and obtained a work func t ion  d i f fe rence  of 
0.6 v o l t ,  From t h i s  information, equation (1)gives  a value for adsorbed flu
o r i n e  atom dipole  moment p3 of about -0.16 debye. 

With equations ( C 1 2 ) ,  ( C 1 3 ) ,  (C14), (C19), and t h e  chosen values  of X, pl, 
and p3 i n  hand, equat ions (c1) and (c11) can be solved f o r  Eo from condi t ions 
a t  t h e  minimum work func t ion  of run 6, f i g u r e  4. For t he  no - re f l ec t ion  case Eo 

stat  v o l t s  per  cent imeter  or 3 . 5 4 ~ 1 0 ~t u r n s  out  t o  be 1.18~10~ v o l t s  per  c e n t i 
meter, and a1 i s  1 . 9 2 2 ~ 1 0 ~ ~CsF molecules 	per  square centimeter.  For t h e  

s ta t  v o l t s  per  cent imeter  orf r e e - s i t e  assumption Eo again i s  1 . 1 8 ~ 1 0 ~  
v o l t s  per centimeter,  wi th  a al of 1 . 9 3 4 ~ 1 0 ~ ~3 . 5 4 ~ 1 0 ~  CsF molecules per 

square centimeter.  The e l e c t r i c  f i e l d  s t r e n g t h  apparent ly  experiences compen
s a t i n g  e f f e c t s  which make it i n s e n s i t i v e  t o  t h e s e  assumptions, while t h e  cover
age a1 changes s l i g h t l y .  
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